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1 General  
 

The testing of a pre-insulated piping system according to 

• ISO 16770: Resistance to stress cracking 

• EN 15632-1 Appendix A: Thermal conductivity of pre-insulated pipes 

were commissioned by Andrei Liakh. 

2 Delivered Samples 
 

The following samples were sent by the commissioner: 

Sample No. Description 

1 isolated PE-Xa pipe, D 63/125mm, 2950 mm length 

2 
plate of the coat material 300 mm x 300 mm (cut from the outer casing 

pipe) 

3 Executed testing 
 

The executed testing according to the standards are listed in detail as following: 

3.1 Resistance to stress cracking according to ISO 16770:2004-02-01  
 

Because of the thickness of the sample No. 2 the Two Notch Creep Test was performed 
on 4 test specimens. As wetting agent solution 2 % Arkopal N100 was used. For the 
notching a razor blade was used. 

Test conditions and result: 

Sample 
No. 

Specimen 
dimensions 

(mm) 

Notch depth 

(mm) 

Stress 

(MPa) 

Temp. 

(°C) 

requirement  
(h) 

result  
(h) 

2 100 x 10 x 4 1,62 4,0 80 >100 >100 
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3.2 Thermal conductivity of pre-insulated pipes according to EN 
15632-1 Appendix A 

The test was performed under the following conditions: 

For the test sample 1 was used. The sample was received on 9th September 2021.  

Density of the foam:    60,8 kg/m³ 

Dimension of sample:   

Inner diameter medium pipe:  50,10 mm 

Inner diameter PUR-insulation: 63,41 mm 

Outer diameter PUR-insulation: 120,51 mm 

Outer diameter casing pipe:  127,03 mm 

 Wallthickness (medium pipe):  6,62 mm 

 Wallthickness (casing pipe):   3,26 mm 

Result Thermal conductivity:   λ50 = 0,0248 W/mK 

 

-.-.-.-.-.-.-.- 
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Leiter:   Prof. Dipl.-Ing. Dr.techn. Thomas Kratochvilla 
Stellvertreter:    Prof.in Dipl.-Ing.in (FH) Claudia Loder 
    Ing. Harald Vock 
 
Zeichnungsberechtigte:  
Ing. Christoph Bruckner  Prof.in Dipl.-Ing.in (FH) Claudia Loder 
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Tätigkeitsbereich: 
Physikalische Technologie: 

Untersuchung aller makromolekularen Werkstoffe (Thermoplaste, Elastomere und Duromere) einschließlich ihrer 
Verarbeitungs- und Anwendungstechnologien. Analyse der Struktur und des mechanischen, thermischen, optischen, 
chemischen und biologischen Verhaltens. Untersuchung von Aufbereitung, Stabilität, Alterung, Brandverhalten, 
technologische Eigenschaften und Wiederverarbeitung dieser Werkstoffe.  
Untersuchung der Verwendung von Kunststoffen in Technik, Landwirtschaft, Medizin, Verpackung, Gewerbe und Industrie.  
 
Chemische Technologie: 

Untersuchung von in der Kunststoffverarbeitung und Anwendung verwendeter Rohstoffe sowie der dazu eingesetzten 
Werk-, Verbund-, Zusatz- und Hilfsstoffe, der Probleme der Korrosion und des Korrosionsschutzes einschließlich der 
Galvanotechnik, der Lacke und Farben. Untersuchung der makromolekularen Verbindungen in Hinblick auf die 
Anforderungen der Umwelthygiene und des Umweltschutzes, der Möglichkeiten der Wiedergewinnung (Recycling) sowie 
die analytische Beurteilung von Abfällen und Rückständen. 
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